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a. Principal Investigator

William H. Smyrl/Boone B. Owens

b. Cognizant ONR Scientific Officer

Robert J. Nowak

c. Current Telephone Number

(612) 625-0717

d. Brief Description of Project

Fundamental properties of research cells were correlated with the projected performance of
full scale power sources, considering both battery and supercapacitor concepts. In addition
to establishin - ihe data base for modelling and performance projections, the program had
the additional objective of identifying loss mechanisms and degradation reactions,
especially those unique to polymer thin film cell designs. Because of the intrinsic high
electrode/electrolyte interface areas, interfacial reactions must be understood. Many
applications require power under extreme conditions, and low temperature performance
needs to be improved. .

e. Graduate Students/Postdoctorals Associates Who were Supported on Proiect

1. Mary Lien
2. Heai-Ku Park (10% effort)
3. Dr. S. Prasad
4. Dr. M.Z.A. Munshi
5. Dr. A. Selvaggi
6. Dr. K. Naoi
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